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Resumen 

En el presente trabajo de investigación tiene como objetivo analizar las fallas del 

pavimento rígido en las Avenidas Mariscal Toribio de Luzuriaga y Fitzcarrald de la 

ciudad de Huaraz con su porcentaje de incidencia a través del método del Índice 

de Condición del Pavimento (PCI), lo cual es apoyado con las fichas de 

inspecciones. 

Obteniendo como resultado que la condición del pavimento es de 43.46% lo cual 

se encuentra como una calificación REGULAR, además el índice con mayor 

incidencia es de 69.32% pertenecientes a la Muestra 3 calificándola como buena, 

como la más afecta es de 21.09% calificándola como muy malo cabe mencionar 

que las fallas patológicas más encontrada es sello de junta con 29.23% lo cual 

afecta a 1249 paños, pulimiento de agregados con 29.32% afectando a 1210 paños 

y grietas lineales con 15.31% lo cual afecta a 654 losas. 

Por lo tanto, como conclusión tenemos que el estado del pavimento se encuentra 

en una calificación de regular por lo tanto se debe de realizar una rehabilitación 

para así poder mejorar el periodo de vida útil. 

Palabras clave: patología, índice, concreto, pavimento. 
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Abstract 

The objective of this research work is to analyze the failures of the rigid pavement 

in Mariscal Toribio de Luzuriaga and Fitzcarrald Avenues in the city of Huaraz with 

their incidence percentage using the Pavement Condition Index (PCI) method, 

which it is supported with inspection cards. 

Obtaining as a result that the condition of the pavement is 43.46% which is found 

as a REGULAR rating, in addition the index with the highest incidence is 69.32% 

belonging to Sample 3 rating it as good, as the most affected is 21.09% rating it as 

Very bad it is worth mentioning that the most found pathological failures are joint 

seal with 29.23% which affects 1249 cloths, polishing of aggregates with 29.32% 

affecting 1210 cloths and linear cracks with 15.31% which affects 654 slabs. 

Therefore, as a conclusion we have that the state of the pavement is in a fair rating, 

therefore a rehabilitation must be carried out in order to improve the useful life 

period. 

Keywords: pathology, index, concrete, pavement. 

  



 

 
 

 

  


