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RESUMEN 

 

El presente trabajo de investigación propone el uso de las cáscaras de naranjas 

para producción de papel artesanal; reduciendo así, el uso de madera y el volumen 

de residuos orgánicos. La producción de papel tamaño A4 se dio a partir de las 

fibras de los residuos de cáscara de naranja provenientes de las juguerías del 

Mercado Tahuantinsuyo – Independencia. De las cáscaras de naranja, solo se usó 

el mesocarpo, parte situada en el medio del pericarpio. Como resultado, se produjo 

una cantidad máxima de 17 hojas de papel elaboradas a partir de una muestra de 

5 Kg de residuo de mesocarpo de naranja. El rendimiento promedio de pulpa seca 

fue de 11.32 %. El gramaje de las hojas de papel elaboradas con fibras de 

mesocarpo varía entre 80.17 g/𝑚2 y 176.37 g/𝑚2, considerando que de acuerdo al 

gramaje, más del 50% resulto siendo cartulina según la NTP 272.128 (2010). La 

resistencia al rasgado fue de 200 gf y tuvo un índice al rasgado de 15.30. De 

acuerdo a su resistencia al rasgado, se puede clasificar como papel couché y papel 

cartulina. 

Palabras clave: cáscara de naranja, celulosa, papel artesanal 
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ABSTRACT 

 

The present research project proposes the use of orange peels for the production 

of craft paper; thus reducing the use of wood and the volume of organic waste. The 

production of A4 paper was made from the fibers of the orange peel residues from 

the market juices Tahuantinsuyo - Independencia. Of the orange peels, only the 

mesocarp was used, a part located in the middle of the pericarp. As a result, a 

maximum quantity of 17 sheets of paper made from a 5 kg sample of orange 

mesocarp residue was produced. The average yield of dry pulp was 11.32%. The 

grammage of the sheets of paper made with mesocarp fibers varies between 80.17 

g / 𝑚2 and 176.37 g / 𝑚2, considering that according to the grammage, more than 

50% result being cardboard according to the NTP 272.128 (2010).  

The tear resistance was 200 gf and had a tear index of 15.30. According to its 

resistance to tearing, it can be classified as couché paper and cardboard paper 

 

Keywords: orange peel, cellulose, paper 

 

 

 



 

 
 

 


