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Resumen 

 

La presente investigación consiste en reducir la cantidad de bacterias E.coli 

presentes en el agua de mar con la aplicación de nanoparticulas de plata 

sintetizada por electrolisis, a nivel de laboratorio. 

La metodología utilizada en la presente investigación es el método electrolítico 

ya que nos permite sintetizar de manera muy sencilla y práctica las 

nanopartículas. Además de ello, son efectivas como antibacterianas. El proceso 

se realizó con dos electrodos de plata introducidos en una celda electrolítica, 

donde un electrodo pasa por el proceso oxidación y la otra reducción, dicho 

proceso se realizó en guas de mar.      

El resultado obtenido fue de 140 NMP / 100 mL a 1.8 NMP/100 mL de 

Escherichia coli representando un 99 % de disminución, permitiendo determinar 

que este proceso fue efectivo para la reducción de la bacteria escherichia coli en 

aguas de mar.  

Palabra Clave: Escherichia.coli, nanoparticulas, electrolisis  
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Abstract 

The present investigation consists of reducing the amount of E.coli bacteria 

present in seawater with the application of silver nanoparticles synthesized by 

electrolysis, at the laboratory level. 

 

The methodology used in the present investigation is the electrolytic method 

since it allows us to synthesize the nanoparticles in a very simple and practical 

way. In addition to this, they are effective as antibacterial. The process was 

carried out with two silver electrodes introduced in an electrolytic cell, where one 

electrode goes through the oxidation process and the other reduction, this 

process was done in sea guides. 

 

The result obtained was 140 NMP / 100 mL at 1.8 NMP / 100 mL of Escherichia 

coli representing a 99% decrease, allowing to determine that this process was 

effective for the reduction of the bacterium Escherichia coli in seawater. 

 

Keyword: Escherichia. coli, nanoparticles, electrolysis 
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