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RESUMEN  
 

El presente trabajo de investigación tuvo como principal objetivo determinar cuál es la 

proporción óptima de ceniza de cascarilla de arroz para la producción de ecoladrillos de 

calidad. En la parte experimental mediante análisis físico – químicos, se determinó el 

porcentaje de óxido de silicio (SiO2) en la ceniza de cascarilla de arroz. Para la elaboración 

de los ecoladrillos se utilizó un molde de: 24,5 de largo, 14,5 de ancho y 9,5 de alto, con un 

diseño de mezcla de 1:7, es decir para una bolsa de cemento, 7 baldes de arena; teniendo 

como agregados: cemento, arena y las diferentes proporciones de ceniza de cascarilla de 

arroz (20%, 25%, 50% y 60%), reemplazando el total del cemento por ceniza de cascarilla 

de arroz. Posteriormente, se realizaron análisis físico – mecánicas: alabeo, absorción y 

resistencia a compresión, a todas las muestras de ecoladrillos más a tres muestras de ladrillos 

control, obteniéndose como resultados: 

Se realizaron análisis a tres ladrillos control, teniendo resultados: peso: 5 kg, alabeo: 2,4 mm, 

absorción: 5,45%, resistencia a compresión: 93 kg/cm2, así mismo, también se realizaron los 

análisis a todos los ecoladrillos con las diferentes proporciones de ceniza de cascarilla de 

arroz que reemplazaron al total de cemento, teniendo como conclusión que la proporción 

óptima de ceniza de cascarilla de arroz para producir un ecoladrillo de calidad es el 20% 

teniendo valores como, peso: 4,5 kg, alabeo: 2,2 mm, absorción: 4,49%, resistencia a 

compresión: 91 kg/cm2, siendo la proporción que más se acerca al ladrillo control, 

clasificando a los ecoladrillos como ladrillos tipo III. 

Palabras claves: Proporción de ceniza de cascarilla de arroz y calidad de ecoladrillo. 
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ABSTRACT 
 

The main objective of this research work was to determine the optimum proportion of rice 

husk ash for the production of quality eco-builders. In the experimental part by physical - 

chemical analysis, the percentage of silicon oxide (SiO2) in the rice husk ash was 

determined. For the elaboration of the ecoladrillos a mold of: 24,5 of length, 14,5 of width 

and 9,5 of stop was used, with a design of mixture of 1: 7, that is to say for a bag of cement, 

7 buckets of sand; having as aggregates: cement, sand and the different proportions of rice 

husk ash (20%, 25%, 50% and 60%), replacing the total cement with rice husk ash. 

Subsequently, physical-mechanical analysis was performed: warping, absorption and 

resistance to compression, to all the samples of eco-brick plus three samples of control 

bricks, obtaining as results: 

Three control bricks were analyzed, with results: weight: 5 kg, warping: 2.4 mm, absorption: 

5.45%, resistance to compression: 93 kg / cm2, likewise, the analyzes were also performed 

on all eco-bricks with the different proportions of rice husk ash that replaced the total cement, 

taking as conclusion that the optimum proportion of rice husk ash to produce a quality eco-

iron is 20% having values as, weight: 4.5 kg, warping: 2,2 mm, absorption: 4,49%, resistance 

to compression: 91 kg / cm2, being the proportion that comes closest to the control brick, 

classifying the ecoladrillos as type III bricks. 

Keywords: Rice husk ash proportion and eco-brick quality.




