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RESUMEN 

 

La presente tesis tiene como objetivo general reconocer el aprovechamiento de los residuos 

de construcción y demolición en la ciudad de Chiclayo. Haciendo el uso de una metodología 

de enfoque mixto ya que es necesario el estudio cualitativo y cuantitativo para el 

cumplimiento del objetivo de la investigación antes mencionado, asimismo dicho enfoque 

hará el uso del diseño exploratorio secuencial de corte transeccional; la investigación no 

presenta una población definida por el hecho de que es irrelevante para el estudio sin 

embargo hace el uso de un muestro no probabilístico por conveniencia que permite la 

factibilidad del cumplimiento de los objetivos de investigación para ello se evaluará tres 

botaderos informales para la toma de muestras, para clasificarlas y a través de un proceso de 

transformación, poder emplearlos en un diseño de mezcla para elaborar un adoquín de tipo 

I, que cumpla con la normativa peruana vigente. 

Se empleará ensayos respectivos para verificar la resistencia máxima a la compresión que se 

obtendrá al sustituir el agregado fino por un agregado reciclado. Todo esto validado por las 

normas técnicas peruanas vigentes. 

 

 

Palabras Claves: Adoquines, residuos de construcción, aprovechamiento, NTP. 
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ABSTRACT 

 

The objective of this thesis is to recognize the use of construction and demolition waste in 

the city of Chiclayo. Making use of a mixed approach methodology since qualitative and 

quantitative study is necessary to fulfill the objective of the aforementioned research, this 

approach will also make use of the sequential exploratory design of transectional cutting; 

The research does not present a population defined by the fact that it is irrelevant for the 

study however it makes use of a non-probabilistic sample for convenience that allows the 

feasibility of meeting the research objectives for this purpose, three informal dumps will be 

evaluated for the taking of samples, to classify them and through a process of transformation, 

to be able to use them in a mix design to develop a type I paver, which complies with current 

Peruvian regulations. 

Respective tests will be used to verify the maximum compressive strength that will be 

obtained by replacing the fine aggregate with a recycled aggregate. All this validated by the 

current Peruvian technical standards. 

 

 

Keywords: Pavers, construction waste, use, NTP. 
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