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Resumen

El presente trabajo de investigación tuvo como objetivo principal, elaborar 

bioplástico usando cáscara de Musa × paradisiaca (plátano) recolectada del 

mercado Modelo, Chiclayo. Se utilizó este residuo orgánico, ya que, es una de las 

frutas que más se comercia en dicho lugar, siendo un desecho útil para la 

elaboración de bioplástico. El tipo de investigación fue descriptiva, la población 

está conformada por todos los desechos de cáscara de Musa × paradisiaca 

(plátano), la muestra está conformada por 2.5 Kg de Musa × paradisiaca. Primero 

se recolectó los 2.5 kg de plátano, luego se descascaró consiguiendo 468g de 

cáscaras, por consiguiente, se ejecutó 3 procedimientos para elaborar 

bioplásticos; 145 g, 154g y 169g respectivamente usando materiales como 

glicerina, vinagre blanco, maicena y agua. El bioplástico producido por el tercer 

procedimiento obtuvo mejor calidad de resistencia y flexibilidad ya que se le redujo 

la cantidad de agua. Por consiguiente, se realizó ensayos de biodegradabilidad del 

producto del bioplástico por un periodo de 7 días, se pusieron 3 muestras de 5 cm 

de largo y ancho cada una en agua, suelo húmedo y temperatura ambiente 

respectivamente. Finalmente, con el producto de elaboración se fabricó un envase 

de bioplástico en forma de sobre con unas medidas de 20 cm de largo y 8.5 cm de 

ancho, concluyendo que los residuos de la cáscara de Musa × paradisiaca 

(plátano) son eficientes para la elaboración de bioplástico, ya que, proporciona 

buena resistencia, elasticidad y flexibilidad.

Palabras clave: Bioplástico, biodegradabilidad, Musa × paradisiaca
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Abstract

The present research work has as main objective, make bioplastic using Musa × 

paradisiaca (banana) peel collected from the Modelo market, Chiclayo. This 

organic residue was used, as, it is one of the fruits that is most widely traded in that 

place, being a useful waste for the production of bioplastic. The type of research 

was descriptive, the population is made up of all Musa × paradisiaca (banana) peel 

debris, and the sample is made up of 2.5 Kg Musa × paradisiaca. First the 2.5 kg 

of banana was collected, then shelling out getting 468g of shells, therefore, 3 

procedures were executed to make bioplastics; 145g, 154g and 169g respectively 

using materials such as glycerin, white vinegar, cornstarch and water. The 

bioplastic produced by the third procedure obtained better quality of resistance and 

flexibility since the amount of water was reduced. Therefore, biodegradability tests 

of the bioplastic product were carried out for a period of 7 days, 3 samples of 5 cm 

long and wide each were placed in water, moist soil and room temperature 

respectively. Finally, With the elaboration product, a bioplastic container in the 

shape of an envelope was made, measuring 20 cm long and 8.5 cm wide, 

concluding that the residues of the husk of Musa × paradisiaca (banana) are 

efficient for the production of bioplastic, as, it provides good resistance, elasticity 

and flexibility.

Keywords: Bioplastic, Biodegradability, Musa × paradisiaca




