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RESUMEN 

 

 

La presente investigación tiene como propósito fundamental producir papel 

artesanal a partir de los residuos de la corona de piña (Ananás comosus) con el 

fin de reducir la gran cantidad de residuos orgánicos provenientes de los 

mercados y la vez buscar nuevas materias primas para la producción de papel, 

debido a la gran demanda que hoy existe. Se utilizó 5 Kg de corona de piña en  

los 3 procesos realizados, proceso1 (pulpa de corona de piña sin agente 

blanqueador), proceso2 (pulpa de corona de piña con agente blanqueador  

NaClO) y por ultimo proceso3 (pulpa de corona de piña con agente blanqueador 

H202). Para todos los procesos se evaluaron las características físicas, el papel 

que presento mayor gramaje fue en el proceso 1 un 86,26 g/m2, en el factor 

grosor, fue directamente proporcional con el factor gramaje presentando valores 

de 116 um y el más alto grado de blancura lo obtuvo el proceso 2 con un 

59,5%.Para las características de resistencia, el factor humedad y coob, el 

proceso 1 registro mayores resultados alcanzando valores de 201 gH20/m2 y 

9,2%, respectivamente. En el factor rasgado el proceso 1 obtuvo mejor  

resistencia con 12,2 mN-m2/g y por último en el factor tensión el proceso 3 

registró mayor nivel con 5760 m. Así mismo el rendimiento de la pulpa no varió 

significativamente en ninguno de los 3 procesos, registrándose el valor más bajo 

en el proceso 2 con un 26,12% y alcanzando un máximo rendimiento en el 

proceso 1 con un 26,26%. La producción de papel tuvo como resultado la 

elaboración de 29 hojas de papel A4 en donde se logró escribir, imprimir 

confirmando su uso como sustituto del papel normal. 

 
 

Palabras clave: Papel artesanal, corona de piña, celulosa. 
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ABSTRACT 

 

 

The main purpose of this research is to produce craft paper from the pineapple 

crown waste (Ananás comosus) in order to reduce the large amount of organic 

waste coming from the markets and at the same time look for new raw materials 

for the production of paper, due to the high demand that exists today. 5 Kg of 

pineapple crown was used in the 3 processes carried out, process1 (pineapple 

crown pulp without bleaching agent), process2 (pineapple crown pulp with NaClO 

bleaching agent) and finally process3 (pineapple crown pulp with agent) bleach 

H202). For all the processes the physical characteristics were evaluated,  the 

paper with the highest grammage was in the process 1 86.26 g / m2, in the 

thickness factor, it was directly proportional with the grammage factor presenting 

values of 116 um and the highest degree of whiteness was obtained by process 2 

with 59.5%. For the characteristics of resistance, the humidity factor and coob, the 

process 1 record higher results reaching values of 201 gH20 / m2 and 9.2%, 

respectively. In the torn factor, process 1 obtained better resistance with 12.2 mN- 

m2 / g and finally, in the tension factor, process 3 registered a higher level with 

5760 m. Likewise, pulp yield did not vary significantly in any of the 3 processes, 

registering the lowest value in process 2 with 26.12% and reaching a maximum 

yield in process 1 with 26.26%. The production of paper resulted in the production 

of 29 sheets of A4 paper where it was possible to write, print confirming its use as 

a substitute for plain paper. 

 
 

Keywords: Craft paper, pineapple wreath, cellulose. 
 

                                                      

 

 



103  

 
 

 
 
 


