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Resumen 

En la presente investigación el objetivo fue: Evaluar el pavimento rígido aplicando 

el método (PCI), en la Av. Confraternidad Internacional Este, distrito y provincia de 

Huaraz - Ancash- 2020. El tipo de investigación fue aplicada con un diseño de 

investigación no experimental; y su muestra de estudio fue de 1,400 metros de 

longitud de la Av. Confraternidad Internacional Este, desde la cuadra 01 a la 

cuadra 14, distrito y provincia de Huaraz - Ancash- 2020. Para el recojo de datos 

se utilizó como instrumento el cuadro de índice de condición de pavimento (PCI- 

2).  

Obteniéndose los siguientes resultados:1,404 losas estudiadas, siendo 8 tipos de 

fallas que se registra a continuación: Blow up / Buckling, con 2 losas, que 

representa el 0.06%, Grieta de esquina con 67 losas, que representa el 1.99%, 

teniendo en total de losas con fallas 3,361. 

Asimismo, tenemos la calificación del pavimento hidráulico de las muestra n° 01 

fallado, con PCI 0.90, muestra n° 02 muy malo, con PCI 14.12, muestra n° 09 

malo, con PCI 23.11, muestra n° 16 regular, con PCI 45.20, muestra n° 21 bueno, 

PCI 59.37 

Palabras clave: Índice, Concreto Hidráulico, Patología. 
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Abstract 

In the present investigation the objective was: To evaluate the rigid pavement 

applying the method (PCI), in Av. Confraternidad Internacional Este, district and 

province of Huaraz - Ancash- 2020. The type of investigation was applied with a 

non-experimental research design; and its study sample was 1,400 meters long 

from the Av. Confraternidad Internacional Este, from block 01 to block 14, district 

and province of Huaraz - Ancash- 2020. For data collection, the table of pavement 

condition index (PCI-2). 

Obtaining the following results: 1,404 slabs studied, with 8 types of failures 

recorded below: Blow up / Buckling, with 2 slabs, which represents 0.06%, Corner 

crack with 67 slabs, which represents 1.99%, taking into total of slabs with faults 

3,361. 

Likewise, we have the qualification of the hydraulic pavement of sample No. 01 

failed, with PCI 0.90, sample No. 02 very bad, with PCI 14.12, sample No. 09 bad, 

with PCI 23.11, sample No. 16 regular, with PCI 45.20, shows n ° 21 good, PCI 

59.37 

Keywords: Index, Hydraulic Concrete, Pathology.
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